Packaging Benchmarking Database (Carbonated Beverage)

. o/ A
Content Weight (grams) ‘ % difference
volume
250 ml
Metal can 10.7 12.1 14.2 11.6 24 .6
325 ml
Metal can 134 13.8 14.7 2.9 8.8
Material: Aluminium
(Information correct as of October 2015)
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Packaging Benchmarking Database (Carbonated Beverage)

Weight (grams % difference
Content ght(g ) ‘ .
volume
330 ml
Metal can 134 14.2 29.2 56 54 1
Material: Aluminium
(Information correct as of October 2015)
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Packaging Benchmarking Database (Carbonated Beverage)

Content Weight (grams) ‘ % difference
volume
500 mi
Overall 22.2 27.8 33.8 20.1 34.3
Plastic Bottle 19.2 23.5 29.1
Cap 24 2.4 2.1
Label 0.6 2.0 2.6
600 mi
Overall 31.5 31.5 349 0 9.7
Plastic Bottle 28.3 28.4 31.7
Cap 2.6 2.6 24
Label 0.6 0.6 0.9

(Information correct as of October 2015)

Overall weight may differ due to rounding.
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Packaging Benchmarking Database (Carbonated Beverage)

Content Weight (grams) ‘ % difference
volume
1.5L
Overall 29.7 48.2 53.5 38.4 445
Plastic Bottle 27.3 43.5 47.0
Cap 1.8 2.1 2.8
Label 0.7 2.6 3.8

L ;
Body: PET
Cap: HDPE
Label: HDPE

(Information correct as of October 2015)
Overall weight may differ due to rounding.
PET: Polyethylene terephthalate
HDPE: High-density polyethylene
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